
LFP01 LMP09
126Sn 2.32E-03
129I 1.57E-05
134Cs 2.01E-05
135Cs 2.78E-08
137Cs 6.67E-02
14C 0
152Eu 3.76E-10
154Eu 1.34E-06
155Eu 1.24E-06
233U 1.13E-12
234U 1.58E-13
235U 0
236U 2.20E-12
237Np 6.97E-07
238Pu 1.17E-03
238U 3.46E-12
239Pu 5.57E-03
240Pu 2.22E-03
241Am 7.56E-04
241Pu 1.13E-02
3H 0
59Ni 6.20E-05
60Co 8.34E-04
63Ni 5.89E-03
79Se 6.62E-04
90Sr 0.859844
99Tc 3.52E-02
Total [Ci/h] 0.992545

Density [kg/m3] 2600

AL2SIO-S 106.8293
BOH3 209.8284
BORAX 0
CASIO3-S 95.87153
FE2O3-S 71.16152
H8SUCR-S 61.51096
LI2CO3-S 40.43615
NA2CO3 9.56E-06
OLIVINE 41.79743
RUTILE-S 19.35371
SIO2-S 430.6171
ZNO-S 37.07451
ZRSIO4-S 55.23616

AG2O-S 7.37E-06
AL2O3-S 75.41316
AM2O3-S 2.44E-07
AS2O5-S 1.66E-03
B2O3-S 118.8101



BAO-S 2.80E-05
BEO-S 3.15E-03
BI2O3-S 2.00E-03
CAO-S 45.63786
CDO-S 2.20E-03
CE2O3-S 0.201154
COO-S 3.86E-04
CR2O3-S 0.292273
CS2O-S 9.72E-07
EU2O3-S 5.55E-13
FE2O3-S 73.28408
HFO2-S 3.617737
K2O-S 32.19316
LA2O3-S 8.97E-10
LI2O-S 16.26199
MGO-S 20.35037
MNO-S 0.184091
MOO3-S 1.86E-02
NA2O-S 204.6224
NB2O3-S 7.74E-02
ND2O3-S 4.16E-09
NIO-S 0.160701
NP2O5-S 1.28E-11
P2O5-S 2.108255
PBO-S 3.70E-04
PDO-S 3.05E-11
PUO2-S 1.13E-04
RB2O-S 3.73E-03
RH2O3-S 1.80E-08
RU2O3-S 9.97E-10
RUTILE-S 19.3368
SB2O3-S 4.30E-05
SEO2-S 1.37E-05
SIO2-S 557.1437
SIOCL2-S 2.226525
SIOF2-S 4.35129
SIOIO3-S 9.66E-04
SNO-S 2.17E-04
SO3-S 3.556233
SRO-S 1.59E-04
TC2O7-S 3.24E-03
TEO2-S 2.89E-13
THO2-S 0.024771
TL2O-S 4.00E-04
UO3-S 1.52E-08
V2O5-S 8.91E-02
WO3-S 3.14E-02
ZNO-S 37.02507
ZRO2-S 32.96313
Total [kg/h] 1169.717 1250



Pressure [bar] 1
VolFlow [m3/h] 0.480769


